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• Pouring compound  

• Polymer modified  

• For asphalt and concrete joints  

• Density: 1. 15 g/cm 3 

• Pouring  temperature: 1 70 °C  

• Complies with DIN EN 14188 - 1, Type N 1 

and TL Fug - StB 15  

 

Corabit N 1 is a polymer - modified , 

bituminous paving casting compound and 

complies with DIN EN 14188 - 1, type N1.  

The density is approx. 1.15 g/cm³ and the 

casting temperature is approx. + 1 70 °C. The 

processing is carried out in accordance with 

the valid ZTV - Fug - StB 24. The compound is 

suitable for changing the joint gap width by up 

to 35%.  

 

The Corabit N 1 is set to be plastically elastic, so that movements are absorbed 

and flank tensions are well reduced.  

Corabit N 1 is used for joints in concrete pavements, bituminous pavements and 

between asphalt pavements , concrete, pavements and curbstones without any 

special chemical stress.  

 

 

 Consumption (kg) =  
𝐽𝑜𝑖𝑛𝑡 𝑙𝑒𝑛𝑔𝑡ℎ (𝑚)𝑥 𝑗𝑜𝑖𝑛𝑡 𝑑𝑒𝑝𝑡ℎ (𝑐𝑚) 𝑥 𝑗𝑜𝑖𝑛𝑡 𝑤𝑖𝑑𝑡ℎ (𝑐𝑚)𝑥 𝑑𝑒𝑛𝑠𝑖𝑡𝑦 (

𝑔

𝑐𝑚3
)
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Application  

 

Preparation:  The joint must be clean and dry. Adhering impurities on the flanks must  be removed completely and clean. If 

necessary,  the joint  have to be exhaust with compressed air or has to be dried and preheated by a hot pressure operated air 

blaster.  

The use of a primer can generally be dispensed. To improve the adhesion,  it’s recommended to use  Corabit VG Primer. The Primer  

is applied by using a brush or spray lance and must completely cover the joint flanks. The Primer must be completely dry before 

filling the joint. The drying time depends on ambient conditions and may last between 30 minutes and several hours.  

 

Melting:  The melting heater must be a blunger vessel with jacket, equipped with a cover and an indirect heating. The Corabit   

pouring compound N1 should not  be heated above 30°C of the pouring temperature (max. t 200°C) at no point. The temperature 

of the compound  had to be regulated thermostatically and checkable. The blunger should be switched on as soon as possible and 

kept on going for the further process.  

If the sealing compound cannot be applied on the same day, the heater must be emptied.  

Corabit N1 pouring compound  which has already cooled down may only be re -melted twice.  

 

Filling:  The filling of the joints could  be mechaniclally  done with a grouting lance out of an indirect heated and mobile grouting 

machine or in small sealing areas with a grouting can . 

Joint filling work should only be carried out in dry weather and when the surface temperature  

is above +5 °C. Joint filling at freezing temperatures is not allowed.  

The pouring temperature is +1 70 °C.  

The joints must be filled without air inclusions. Excessive material must be stripped off from the compound when it  is still warm 

and without impairing the bond to the joint flank.  

 

At low temperature there is the danger of cavitation, which can result in a tailing of the mass. Because of the reduction of the 

pouring compound when cooled down, a second pouring may be needed. As far as possible this should be done directly after the 

first pouring.  

 

 

 

Filling depth:  For hot pouring compounds the filling depth is the one  and a half times of the joint width, at least 30 mm. Otherwise 

attention should be paid to “ZTV Fug - StB 24”. 
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The information in this publication is based on our knowledge and experience. The information given and the instructions for use have been compiled to the best of our knowledge on the basis of  

our tests and experience. Best results are achieved by proper and professional use of our products. Any industrial property r ights as well as existing laws and regulations are to be observed by  

the recipient of our products on his own responsibility. In all other respects, our general terms and conditions apply.  

 --  Rev.: 0 1_05.12.2025 --  
 

Requirements  

according to DIN EN 14188 - 1 for N 2 grounds, Table 2, requirements according to TL/TP - Fug StB 15, Table 1  

Type of test  Test method  Unit  Typical values  

Softening point  DIN EN 1427  °C  98 ± 8 

Density at + 25 °C  DIN EN 13880 - 1 g/cm 3 1.15 ± 0.05  

Cone penetration at + 25 °C  DIN EN 13880 - 2 0.1 mm  60 ± 10  

Ball penetration and elastic recovery 

behavior  
DIN EN 13880 - 3 %  50 ± 10  

Heat resistance, cone penetration  DIN EN 13880 - 4 0.1 mm  65 ± 10  

Heat resistance, elastic resilience  DIN EN 13880 - 4 %  60 ± 10  

Flow length , initial  DIN EN 13880 - 5 mm ≤ 2 

Flow length, after heat stress  DIN EN 13880 - 5 mm ≤ 2 

Compatibility with asphalts  DIN EN 13880 - 9 -  Pass  

Adhesion and elongation, initial total 

elongation 5 mm at  -  20 °C  

Tensile stress  

Adhesion and elongation  

DIN EN 13880 - 13 

 

 

N/mm 2 

-  

≤ 0.5  

Pass  

Adhesion and elongation after 14 d water 

storage G  

Total elongation 5 mm at -  20 °C  

Tensile stress  

Adhesion and elongation  

DIN EN 13880 - 13 

 

 

N/mm 2 

-  

≤ 0.3  

Pass  

Adhesion  

Total elongation 18 mm (75%) at 0 °C  
DIN EN 13880 - 10 -  Pass  

All information corresponds to the current state of the art, but isnot legally binding. We reserve the right to make technical 

changes.  

 

 

Corabit VG  primer in containers of 1 l / 5 l / 10 l and in spray cans of 500 ml  

 Container weight [kg]  Container/pallet [- ] 

Corabit N 1  
10 80 

22 27 

 

 


